
 

 

 

 

BASE OIL SN350 

S.N150.NO:0308 
 

TEST RESULT TEST METHOD 

Color 1-2 ASTM D 1500 

Flash point 230 -238 ASTM D 92 

Kinematic Viscosity(cst) at 100 °C 6.1-7.5 ASTM D 445 

Kinematic Viscosity(cst) at 40 °C 45-56 ASTM D 445 

Density 0.879 ASTM D 1298 


